
Report Documentation Page Form Approved
OMB No. 0704-0188

Public reporting burden for the collection of information is estimated to average 1 hour per response, including the time for reviewing instructions, searching existing data sources, gathering and
maintaining the data needed, and completing and reviewing the collection of information. Send comments regarding this burden estimate or any other aspect of this collection of information,
including suggestions for reducing this burden, to Washington Headquarters Services, Directorate for Information Operations and Reports, 1215 Jefferson Davis Highway, Suite 1204, Arlington
VA 22202-4302. Respondents should be aware that notwithstanding any other provision of law, no person shall be subject to a penalty for failing to comply with a collection of information if it
does not display a currently valid OMB control number. 

1. REPORT DATE 
DEC 1998 2. REPORT TYPE 

3. DATES COVERED 
  00-00-1998 to 00-00-1998  

4. TITLE AND SUBTITLE 
High-Speed Widely-Tunable >90% Quantum-Efficiency Resonant Cavity
Enhanced p-i-n Photodiodes 

5a. CONTRACT NUMBER 

5b. GRANT NUMBER 

5c. PROGRAM ELEMENT NUMBER 

6. AUTHOR(S) 5d. PROJECT NUMBER 

5e. TASK NUMBER 

5f. WORK UNIT NUMBER 

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 
Boston University,Department of Electrical and Computer 
Engineering,Boston,MA,02215 

8. PERFORMING ORGANIZATION
REPORT NUMBER 

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSOR/MONITOR’S ACRONYM(S) 

11. SPONSOR/MONITOR’S REPORT 
NUMBER(S) 

12. DISTRIBUTION/AVAILABILITY STATEMENT 
Approved for public release; distribution unlimited 

13. SUPPLEMENTARY NOTES 
Proceedings of IEEE Lasers and Electro-Optics Society 1998 Annual Meeting, Vol. 1, 1-4 December 1998,
pp. 157-158. 

14. ABSTRACT 
 

15. SUBJECT TERMS 

16. SECURITY CLASSIFICATION OF: 17. LIMITATION OF 
ABSTRACT 
Same as

Report (SAR) 

18. NUMBER
OF PAGES 

2 

19a. NAME OF
RESPONSIBLE PERSON 

a. REPORT 
unclassified 

b. ABSTRACT 
unclassified 

c. THIS PAGE 
unclassified 

Standard Form 298 (Rev. 8-98) 
Prescribed by ANSI Std Z39-18 



8:45am - 9:00am 
WB2 High-Speed Widely-Tunable >90% Quantum-Efficiency 

Resonant Cavity Enhanced p-i-n Photodiodes 
Necmi Biyiklia. Ibrahim Kimukinb. Orhan Aytura. Mutlu Gokkavasc. Gokhan Uluc. 

R. Mirind. D. H. Christensend. M. Selim Onloc. and Ekmel Ozbayb 
High-speed, high-efficiency photodetectors play 

an important role in optical communication and 
measurement systems. [1]. Both Schottky photodiode 
[2], and p-i-n photodiode [3] offer a high-speed 
performance to fulfill the needs of such high-speed 
systems. However, the efficiency of these detectors 
have been typically limited to less than 10%, mostly 
due to the thin absorption region needed for short 
transit times. One can increase the absorption region 
thickness to achieve higher efficiencies. But this also 
means longer transit times that will degrade the high­
speed performance of the devices. Resonant cavity 
enhanced (RCE) photodetectors potentially offer the 
possibility of overcoming this limitation of the 
bandwidth-efficiency product of conventional 
photodetectors [4-5). The RCE detectors are based on 
the enhancement of the optical field within a Fabry­
Perot resonant cavity. The increased field allows the 
usage of thin absorbing layers, which minimizes the 
transit time of the photo-carriers without hampering 
the quantum efficiency. High-speed RCE 
photodetector research has mainly concentrated on 
using p-i-n type photodiodes, where near 100% 
quantum efficiencies along with a 3-dB bandwidth of 
17 GHz have been reported [6]. Recently, we have 
fabricated RCE type Schottky photodiodes with 50% 
quantum efficiency, and a 50 GHz frequency 
performance[7-8]. In this paper, we report our work 
on design, fabrication, and testing of widely tunable 
high-speed RCE p-i-n photodiodes for operation 
around 820 nm. 

The details of the epitaxial structure we have used 
in this work is given in the Table 1. The bottom Bragg 
mirrors are made of quarter-wave stacks 
(Alo.2oGao.soAs/AlAs) designed for high reflectivity at 
820 nm center wavelength. The structure was grown 
by solid-source MBE on semi-insulating GaAs 
substrates. The carrier trapping was avoided by the 
graded interfaces of absorbing layer. 

The samples were fabricated by a microwave­
compatible fabrication process. First, ohmic contacts 
to the N+ layers were formed by a recess etch that was 
followed by a self-aligned Au-Ge-Ni liftoff. The p+ 
ohmic contact was achieved by an Au!Ti lift-off. The 
samples were then rapid thermal annealed. 

Matenal Doping Thickness 
(cm-3

) (nm) 
GaAs p+ 2x1018 20 
Alo.2Gao.sAs p+ 2x1018 200 
Alo.2Gllo.sAs ®GaAs undoped 38 
GaAs undoped 470 
GaAs® Alo.2Gao.sAs undoped 38 
Alo.2Gao.sAs n+ 2xl018 390 
Alo.2GaosAs undoped 180 

Bragg Mirror (24 pairs) 

Semi Insulating GaAs 

Table 1: Epitaxial structure ofthe sample 

Using an isolation mask, we etched away all of the 
epilayers except the active areas. Then, we evaporated 
Ti!Au interconnect metal which formed coplanar 
waveguide (CPW) transmission lines on top of the 
semi-insulating substrate. The next step was the 
deposition and patterning of a 2000 A thick silicon 
nitride layer. Finally, 1.0 micron thick Au layer was 
used as an airbridge to connect the center of the CPW 
to the top p+ ohmic metal. The resulting p-i-n diodes 
had breakdown voltages larger than 15 V. 

Photo response measurements were carried out in 
750-850 nm wavelength range, by using a tungsten­
halogen projection lamp as the light source and a 
single pass monochromator. Output of the 
monochromator was coupled to a multimode fiber. 
The monochromatic light was delivered to the devices 
by a lightwave fiber probe, and the electrical 
characterization was carried out on a probe station. 
The incident power spectrum was measured by a 
calibrated optical powermeter. For photo spectral 
measurement large area photodiodes were chosen 
(IOOxlOO to 250x250 mm2

) to ensure all of the optical 
power is incident on the active area. The top p+ layers 
were etched in small steps, and the tuning of the 
resonance wavelength within the Bragg mirror's upper 
and lower edges was observed. 
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Figure 1: (a) Experimental and (b) theoretical 
photoresponse of the p-i-n RCE photodiode. 

Figure l(a) shows the spectral quantum 
efficiencies of devices with different recess etch. 
Device 1 corresponds to as-grown wafer, while 
devices 2, 3, and 4 have been recess etched 21 44 
and 79 run respectively. Figure l(b) shows the tr~sfe; 
matrix method based theoretical simulations of the 
same devices. The no-etch peak quantum efficiency 
(86%) increases to 92% after the top absorbing GaAs 
cap layer is removed. The peak quantum efficiency 
remains almost constant afterwards until the resonance 
wavelength reaches to the lower edge of the Bragg 
mirror (790 run). At this point, the second resonance 
appears around the upper edge of the Bragg mirror. 
As seen in Fig. 1, the resonance wavelength can be 
tuned from 850 run to 795 run with peak efficiencies 
above 85%. The full-width at half maximum (FWHM) 
of the devices is around 15 run. The data shown in 
Fig. l(a) is obtained at zero bias. The measured 
quantum efficiencies do not change at higher reverse 
biases, as the undoped active region is already 
depleted at zero bias. 

High speed measurements were made with 1 ps 
FWHM optical pulses obtained from a Ti-Sapphire 
laser operating at 820 run. 

158 

12 
,....., 10 

>e 8 ........ 
cu 6 
tn 4 

2 
0 

J9 
~ 

-2 
0 60 80 

Figure 2: Pulse rf'fjme (ple)sample 
20 40 100 

Figure 2 shows the temporal response of a small 
area photodiode measured by a 50 GHz sampling 
scope. The measured photodiode output has a 12 ps 
FWHM. The Fourier transform of the data has a 3-dB 
bandwidth of 40 GHz. If the scope response is 
deconvolved, the device has a 3-dB bandwidth of 50 
GHz. This result is in good agreement with our 
calculations, which predict a 3-dB bandwidth of 51 
GHz. 
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